Crown Slabs L

Description

Crown Slabsaremanufacturedrom shotfree, non-combustiblglassfibre bondedwith a

high performanceinder. DataSheet
20071ssue03
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Crown Slabs are availablein a wide rangeof densitiesto suit almostany thermal or
acousticinsulation applicationand they can be die-cut to size and shapeto suit client
specificrequirementsSlabscanbe suppliedplain or alternativelyfacedoneor both sides
with a choiceof aluminiumfoil, reinforcedBright ClassOOil or black or white tissue.

Colour - Yellow

Application

Crown Slabs are usedextensivelyfor the productionof partsusedfor the thermaland
acousticinsulationof domesticandindustrialcookers heatingappliancesboilers,hot and
cold watertanks,air conditioningequipmentandrailway rolling stock.

Operating Temperature

Crown Slabscanbe usedat continuousoperatingtemperaturesip to 230%@nd down to
cryogenictemperaturesproviding a 100%vapourbarrieris maintainedo preventingress

of moisture vapour. They may be used at temperatures up to 540%C in selected applica
Furtherdetailsavailableon request.

Fire Performance

Unfaced Crown Slabsachievea Euroclas\1 fire rating(non-combustiblejvhentestedn
accordancevith BS EN 13501-1.

Unfaced, Crown Slabs are non-combustible, when tested in accordance with
BS476:Part4: 1970(1984).

Unfaced Crown Slabscomplywith the ClassO' requirementsf the Building Regulations,
whentestedto BS476:Part6: 1981andPart7: 1987.



For Further
Information

contact
Hodgson & Hodgson
Group Ltd

CrownBusinessPark
Old Dalby
Melton Mowbray
Leicestershire
LE143NQ
Tel: 01664821810
Fax: 01664821820

E-mail:
info@hodgsongroup.co.uk

Web Site:
www.acoustic.co.uk

Thermal Conductivity

Mean Temperature Thermal Conductivity W/mK
@ S150 S200 S300
10 0.033 0.032 0.030
25 0.036 0.034 0.032
50 0.041 0.038 0.035
75 0.047 0.042 0.039
100 0.053 0.047 0.044
125 0.060 0.053 0.049
150 0.067 0.059 0.055

Acoustic Performance

Typical testdatais givenbelowfor comparativgpurposes.

. Sound Absorption Coefficients
Type Thickness

mm 125 250 500 1000 2000 4000

Hz Hz Hz Hz Hz Hz

S200 25 0.13 0.33 0.61 0.85 1.00 1.00
S200 50 0.15 0.50 1.00 1.00 1.00 1.00
S200 75 0.39 0.66 0.92 1.00 1.00 1.00
S300 25 0.10 0.32 0.68 0.92 1.00 1.00
S300 50 0.29 0.34 0.88 1.00 1.00 1.00
S300 75 0.37 0.69 0.92 1.00 1.00 1.00

Dimensions and Density

Crown Slabsare available 1200 x 900mm and can be die-cut to size and shape as required.
Other slab sizesmay be available subjectto minimum order quantities.Further details
availableon request.

Type Density Dependingon density any thicknesscan be cut + 2mm
Kg/m? from a minimum of: to a maximum of:
S150 24 15mm 100mm
S200 32 10mm 100mm
S300 48 10mm 75mm
Permanence

Crown Slabsarerot-proof,odourlessnon-hygroscopicgdo not sustainverminandwill not
encouragehe growth of fungi, mould or bacteria.Theydo not settleundervibration,when
testedin accordancewith BS2972:1975 (1984). Crown Slabs are dimensionallystable
under varying conditions of temperatureand humidity and are compatiblewith most
surfacegheyarelikely to comeinto contactwith.



